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IPS e.max ZirPress Layering Tech. 61 ZirLiner before Wax-up+Press m.V. 757 04:00 72 1760 01:00 842 1758 0 0 0 0
62 Wash firing (Foundation) m.V. 757 04:00 72 1382 01:00 842 1380 0 0 0 0
63 Wash firing Characterization m.V. 757 04:00 72 1382 01:00 842 1380 0 0 0 0
64 1st / 2nd Incisal / Impulse m.V. 757 04:00 72 1382 01:00 842 1380 0 0 0 0
65 Shade + Essence firing m.V. 757 06:00 108 1337 01:00 842 1335 842 0 0 0
66 Glaze firing m.V. 757 06:00 108 1337 01:00 842 1335 842 0 0 0
67 Add-On with Glaze firing m.V. 757 06:00 108 1337 01:00 842 1335 842 0 0 0
68 Add-On after Glaze firing m.V. 757 06:00 90 1292 01:00 842 1290 842 0 0 0
69 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
70 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
IPS e.max ZirCAD + Ceram 71 ZirLiner m.V. 757 04:00 72 1760 01:00 842 1758 0 0 0 0
72 1st / 2nd Margin m.V. 757 04:00 72 1472 01:00 842 1470 0 0 0 0
73 Wash firing (Foundation) m.V. 757 04:00 72 1382 01:00 842 1380 0 0 0 0
74 1st / 2nd Dentin / Incisal m.V. 757 04:00 72 1382 01:00 842 1380 0 0 0 0
75 Shade + Essence firing m.V. 757 06:00 108 1337 01:00 842 1335 842 0 0 0
76 Glaze firing m.V. 757 06:00 108 1337 01:00 842 1335 842 0 0 0
77 Add-On with Glaze firing m.V. 757 06:00 108 1337 01:00 842 1335 842 0 0 0
78 Add-On after Glaze firing m.V. 757 06:00 90 1292 01:00 842 1290 842 0 0 0
79 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
80 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
IPS e.max CAD Crystal/Glaze 81 Crystallization/Glaze LT/HT m.V. 757 06:00 162/54 1508/1544 | 0:10/7:00 | 1022/1508 | 1508/1544 1292 0 0 0
82 Correction firing m.V. 757 06:00 162/54 1508/1544 | 0:10/3:00 | 1022/1508 | 1508/1544 1292 0 0 0
83 Fusion/Crystallization CAD-on m.V. 757 02:00 54/54 1508/1544 | 2:00/7:00 | 1022/1508 | 1508/1544 1112 0 757 06:00
84 Characterization/Correction CAD-on m.V. 757 06:00 108/54 1508/1544 | 0:10/3:00 | 1022/1508 | 1508/1544 1112 0 0 0
85 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
86 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
87 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
88 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
89 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
90 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
IPS e.max CAD Staining Tech. 91 Crystallization/Glaze LT/HT m.V. 757 06:00 162/54 1508/1544 0:10/7:00 1022/1508 | 1508/1544 1292 0 0 0
92 Shade + Essence firing m.V. 757 06:00 108 1418 01:30 842 1416 0 0 0 0
93 Glaze firing m.V. 757 06:00 108 1418 01:30 842 1416 0 0 0 0
94 Add-On after Glaze firing m.V. 757 06:00 90 1292 01:00 842 1290 0 0 0 0
95 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
96 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
97 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
98 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
99 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
100 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
IPS e.max CAD Layering Tech. 101 Crystallization MO, LT, HT m.V. 757 06:00 108/54 1418/1562 | 0:10/10:00 | 1022/1418 | 1418/1562 1292 0 0 0
102 Crystallization/Glaze LT/HT m.V. 757 06:00 162/54 1508/1544 | 0:10/7:00 | 1022/1508 | 1508/1544 1292 0 0 0
103 Wasbh firing (Foundation) m.V. 757 04:00 90 1382 01:00 842 1380 0 0 0 0
104 Wiash firing Characterization m.V. 757 04:00 90 1382 01:00 842 1380 0 0 0 0
105 1st / 2nd Dentin / Incisal m.V. 757 04:00 90 1382 01:00 842 1380 0 0 0 0
106 Shade + Essence firing m.V. 757 06:00 108 1337 01:00 842 1335 0 0 0 0
107 Glaze firing m.V. 757 06:00 108 1337 01:00 842 1335 0 0 0 0
108 Add-On with Glaze firing m.V. 757 06:00 108 1337 01:00 842 1335 0 0 0 0
109 Add-On after Glaze firing m.V. 757 06:00 90 1292 01:00 842 1290 0 0 0 0
110 Individual o.V. 757 00:18 54 1292 01:00 0 0 0 0 0 0
IPS InLine PoM 111 1. + 2. Opaquer-firing m.V. 757 06:00 180 1706 02:00 842 1704 0 0 ] 0
12 Touch Up firing m.V. 757 04:00 108 1544 01:00 842 1542 0 0 0 0
113 Shade/Stains firing m.V. 757 06:00 108 1472 01:00 842 1470 0 0 0 0
114 Glaze firing m.V. 757 06:00 108 1472 02:00 842 1470 0 0 0 0
115 Add-On after Glaze firing (690°C) m.V. 757 04:00 108 1274 01:00 842 1272 0 0 0 0
116 Individual o.V. 757 00:18 30 1292 01:00 0 0 0 0 0 0
17 Individual o.V. 757 00:18 30 1292 01:00 0 0 0 0 0 0
118 Individual o.V. 757 00:18 30 1292 01:00 0 0 0 0 0 0
119 Individual o.V. 757 00:18 30 1292 01:00 0 0 0 0 0 0
120 Individual o.V. 757 00:18 30 1292 01:00 0 0 0 0 0 0
IPS InLine One 121 1.+ 2. Opaquer-firing m.V. 757 06:00 212 1706 02:00 842 1704 0 0 0 0
122 1. Dentcisal firing m.V. 757 04:00 140 1670 01:00 842 1668 0 0 0 0
123 2. Dentcisal firing m.V. 757 04:00 140 1652 01:00 842 1650 0 0 0 ]
124 Shade/Stains firing m.V. 757 06:00 140 1562 01:00 842 1560 0 0 0 0
125 Glaze firing m.V. 757 06:00 140 1562 02:00 842 1560 0 0 0 0
126 /Add-On after Glaze firing (690°C) m.V. 757 04:00 140 1274 01:00 842 1272 0 0 0 0
127 Individual o.V. 757 00:18 86 1292 01:00 0 0 0 0 0 0
128 Individual o.V. 757 00:18 86 1292 01:00 0 0 0 0 0 0
129 Individual o.V. 757 00:18 86 1292 01:00 0 0 0 0 0 0
40574 [Individual o.V. 757 0.0125 86 1292 0.04166667 0 0 0 0 0 0

Information about the individual programs can be found in Chapter 5.3 of the respective Instructions for Use.

m.V. = with Vacuum
0.V. = without Vacuum

P.Nr. 81, 82, 83, 84, 91, 101, 102: 2-stage program
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