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1. Introduction 
Fluor Protector S contains 1.5% ammonium fluoride in a varnish base with ethanol and water 
as solvents. The fluoride content is equivalent to 0.77%, or 7700 parts per million (ppm) in 
solution. As the solvents evaporate, the fluoride concentration at the tooth surface increases 
to considerably higher values (nearly 4 times higher, see Fig. 1). 

 
Fig. 1: Fluoride concentration of Fluor Protector S. Fluor Protector S contains 7700 ppm fluoride in 
solution. After application, the solvent evaporates, resulting in an approx. fourfold increase in the local 
fluoride concentration at the tooth surface.  
 

Another advantage of the formulation of Fluor Protector S is the ease of application. In 
contrast to high-viscosity varnishes in natural resin (e.g. Duraphat), the low viscosity of Fluor 
Protector S ensures that the entire tooth surface is reliably wetted (see Fig. 2). Due to its low 
viscosity, Fluor Protector S even gains access to proximal surfaces without difficulty. Finally, 
the varnish hardens to a clear transparent film on the tooth surface, providing a highly 
esthetic result.  
 
 
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Fig. 2a: Flow properties of high-viscosity 
varnishes. High-viscosity fluoride varnishes sit 
on the enamel surface and wet the tooth only 
to a limited degree. 

Fig. 2b: Flow properties of low-viscosity 
varnishes. Low-viscosity fluoride varnishes, e.g. 
Fluor Protector S, feature ideal flow and wetting 
properties and spread easily on the tooth 
surface. 

High-viscosity varnish 

 

Enamel surface 

Low-viscosity varnish 

 

Enamel surface 
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Fluor Protector S is suitable for patients of all age groups and is professionally applied by 
dentists or skilled personnel. Unless otherwise indicated, a twice yearly application is 
sufficient.  
 
 
 

 
 

Fig. 3: Fluor Protector S. Fluor Protector S is available in the high-yielding multi-dose dispensing 
tubes (left) and individual single-dose units (right). Using the Vivabrush G applicator supports the 
application of a thin layer. 

 

Indications 

Indications for fluoride varnishes can be divided into the categories below, but they are not 
entirely separate from each other: 
 

� Treatment of dentinal hypersensitivity 

� Treatment of exposed cervicals 

� Treatment of sensitivity after tooth whitening 
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2.  Composition 
 

 

Fluor Protector S 
 

Protective varnish containing fluoride 

 

 

Standard - Composition (in w/w %) 

 

Ethanol / Water  73.4 

Polymer, Additive  25.0 

Ammonium fluoride  1.5 

Saccharin, mint aroma  0.1 

 

 

 

Physical properties 

 

  Typical values 

 

Residue on drying  25 – 28 w/w% 

Fluoride content:    

In solution  7‘700 ppm 

In residue on drying  29‘000 ppm 

pH value  5.0 – 6.5 
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3.  In-vitro investigations 

3.1 Enamel fluoridation 

The study below measured and compared the degree of fluoridation after the application of 
different fluoride varnishes. 

Table 2 lists the products tested in the study including properties such as fluoride 
concentration and source of calcium.  

 

Table 2: Overview of the fluoride varnishes tested 

3.1.1 Measurement of superficial (alkali-soluble) fluoride 

Aim: To quantify the superficial alkali-soluble fluoride (i.e. calcium fluoride 
layer) formed on the enamel surface. 

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method: The study was performed according to the method described by 
Caslavska [1]. Samples were produced from bovine teeth and 
demineralised in diluted lactic acid (1h, pH 4,4). Subsequently, the 
samples were sealed (excluding the enamel surface) using Heliobond. 
The unsealed enamel surface was coated with varnish. After one hour, 
1 ml of artificial saliva was added and then the samples were stored at 
37°C. One hour later, the varnish was removed from the enamel with 
ethanol or acetone. The latter was used for colophonium-containing 
varnishes such as Duraphat. After that, the samples were thoroughly 
rinsed with water and checked for varnish residues. Subsequently, they 
were immersed in 1 ml of 1 M KOH at room temperature for 24h to 
allow the release of alkali-soluble fluoride. Before measurement of the 
fluoride content with an ion selective fluoride electrode, the solution 
was neutralized with 1 ml of 1 M HNO3. Subsequently, TISAB II buffer 

Product name Manufacturer 

Fluoride content 
according to 

manufacturer’s 
information / ppm 

Fluoride source, 
additives 

Fluor Protector S Ivoclar 
Vivadent 

7’700 NH4F (ammonium 
fluoride) 

Duraphat Colgate 22’600 NaF (sodium fluoride) 

Clinpro White Varnish 
with TCP 

3M ESPE 22’600 NaF / TCP (tricalcium 
phosphate) 

MI Varnish GC Corp. 22’600 NaF / CPP-ACP (casein 
phosphopeptide - 
amorphous calcium 
phosphate) 

Bifluorid 10 Voco 46’980 NaF / CaF2 (calcium 
fluoride) 

Flairesse DMG 22’600 NaF 
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solution was added. At least 6 samples were examined for each 
material. Enamel treated with water was used as the negative control. 
The fluoride concentrations measured were expressed as ratios 
according to the size of the sample surface-areas treated (µg/cm2). 

Results: The individual fluoride varnishes resulted in varying degrees of 
fluoridation on the enamel surface. The use of Fluor Protector S led to 
the highest fluoridating effect after one hour. It is noteworthy that Fluor 
Protector S achieved a better result than varnishes with a higher 
fluoride concentration. 

 

Fig. 7: Superficial, alkali-soluble fluoride one hour after treatment with fluoride varnishes. The 
fluoridating effect of individual varnishes differs. Fluor Protector S achieved the highest fluoridation.  

Conclusion:  Fluor Protector S provides a high degree of enamel fluoridation – even 
if the fluoride concentration is lower than in high-dosage formulations, 
the fluoridating effect of Fluor Protector S is higher. 

3.1.2 Measurement of structurally bound fluoride 

Aim: To quantify the amount of structurally bound fluoride incorporated into 
the hydroxyapatite crystals of dental enamel. 

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method: The samples that were previously used to determine the superficial 
fluoride content were dried and re-sealed with Heliobond. 
Subsequently, 1 ml of 0.1 M perchloric acid (HClO4) was added and 
the uppermost enamel layer (approx. 100 µm) was removed by etching 
for 15 minutes. Subsequently, 5 ml of TISAB II buffer solution was 
added and the fluoride content of the solution was measured with an 
ion selective fluoride electrode. 
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Results: The individual fluoride varnishes achieved different degrees of 
structurally bound enamel fluoridation (see Fig. 8). Fluor Protector S 
showed again the highest fluoridating effect after one hour.  

 

Fig. 8: Structurally bound fluoride one hour after treatment with fluoride varnishes. The 
fluoridating effect of the individual fluoride varnishes differs: Fluor Protector S achieved the highest 
fluoridation. The choice of competitor products related to their importance in the market. 

Conclusion:  Fluor Protector S achieved high concentrations of structurally bound 
fluoride and, consequently, provides a high level of enamel protection. 

3.1.3 Scanning electron microscopic investigations 

Aim: To visualize the fluoridation on enamel surfaces with a scanning 
electron microscope 

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method: Cylindrical samples measuring 4 mm in diameter were drilled from 
ground and polished bovine teeth and demineralised in lactic acid at 
pH 4.4 for one hour. 

The demineralised enamel surfaces were treated with various fluoride 
varnishes except for the negative control (see Table 3). The varnish 
was allowed to dry for 5 minutes. Subsequently, the samples were 
immersed in artificial saliva for one hour at 37°C. After having been 
removed from the artificial saliva, they were turned in pure ethanol 
(Fluor Protector S) or acetone (all the other varnishes) to remove the 
varnish and then briefly rinsed with water. After the samples had been 
dried with compressed air, the enamel surfaces were evaluated with a 
scanning electron microscope (SEM). In addition, an EDX (Energy 
Dispersive X-Ray) analysis was performed to identify the chemical 
compounds contained in the structures under investigation. These 
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examinations were carried out to detect the possible presence of 
calcium fluoride. 

 

Table 3: Overview of the fluoride varnishes examined 

Product Manufacturer 
Fluoride 

concentration 
[ppm] 

Fluoride source 

Fluor Protector S Ivoclar Vivadent 7’700 NH4F 

Duraphat Colgate 22’600 NaF 

MI Varnish GC Corp. 22’600 NaF 

Clinpro White Varnish + 
TCP 

3M-ESPE 22’600 NaF 

 

Results: Demineralised enamel shows the typical structure of hydroxyapatite 
prisms (see Fig. 9). After application of Fluor Protector S, spherical 
structures can be observed on these crystals. These structures are 
calcium fluoride-like precipitates, which may also contain phosphate. 
Similar surface modifications could not be identified on the other 
samples. The Duraphat samples contained a few individual particles, 
which may represent fluoride precipitates or residues, and the MI 
Varnish samples exhibited a few agglomerated particles, possibly 
originating from CPP-ACP molecules (casein phosphopeptide - 
amorphous calcium phosphate), from fluoride or from its byproducts. 
An elemental analysis with EDX revealed that after application of Fluor 
Protector S, the enamel contained a large amount of fluoride. No other 
fluoride varnish achieved similarly high fluoride values (see Fig. 10). 
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Fluor Protector S  

 

 

 

 

 

 

 

                                  

                                                                                    CaF2-like precipitates 

Negative control Duraphat 

  

MI Varnish Clinpro White Varnish 

  

Fig. 9: Calcium fluoride formation on enamel after treatment with fluoride varnishes. Scanning 
electron microscope images of demineralized enamel (negative control) and enamel after treatment 
with various fluoride varnishes and immersion in artificial saliva for one hour. After application of Fluor 
Protector S, deposits on the enamel prisms are clearly visible. Magnification: 30’000x. 
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Fig. 10: Fluoride content in enamel after 1-hour treatment with fluoride varnishes. EDX 
analysis. Fluor Protector S resulted in the highest content of fluoride (in per cent by weight).  

Conclusion:  Fluor Protector S forms calcium fluoride and fluoridates the enamel.  

3.2 Treatment of hypersensitive cervicals / reduction of dentin permeability 

Hypersensitive cervicals are a common occurrence. Not just painful, hypersensitive teeth 
may lead to the neglect of oral hygiene. Hypersensitivity can usually be traced back to 
exposed dentin tubules. The circumstances leading to exposed dentin are manifold and 
include gingival recession, periodontitis, bruxism, erosion, professional tooth cleaning, 
scaling and root planning and even bleaching treatments, which may lead to a temporary 
loss of the smear layer. 

The hydrodynamic theory of tooth sensitivity as described by Brännström is widely accepted 
as the explanation [2]. The theory concludes that certain stimuli such as temperature 
changes, sweet foods or osmotic activity elicit pressure changes in the dentin. This causes 
bidirectional fluid flow within the dentin tubules, which activates the dental nerves. In-vivo 
studies have revealed that the response of the pulp is related to the pressure exerted and 
thus to the rate of fluid movement [3]. 

Consequently, there are two main approaches to treating hypersensitive teeth: blocking the 
dentin tubules to prevent fluid movement, or inhibiting the neuronal transmission of the 
stimuli. The first mechanism – blocking of the dentin tubules – is employed by the large 
majority of products currently available.  
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Fig. 11: Blocking of dentin tubules with Fluor Protector S: The low-viscosity varnish can easily 
penetrate into the dentin tubules (see arrow). Elemental analysis confirmed that the material in the 
tubules is Fluor Protector S. Scanning electron micrograph; magnification: 1000x. R&D, Ivoclar 
Vivadent, Schaan. 

Fluor Protector S also operates via blocking open dentin tubules. Given its low viscosity, the 
varnish is able to penetrate well into the tubules (up to 10 µm) and to block the entrances 
mechanically (see Figure 11). 
 

Investigator:  Professor Dr G. Grégoire, Toulouse, France (2012) 

Method: How effectively the dentin tubules are blocked can be assessed 
quantitatively by means of dentin permeability testing as described by 
Pashley. This method measures the flow of fluid through dentin discs 
with and without application of varnish. The reduction in dentin 
permeability was measured in human dentin after the use of Fluor 
Protector S and compared with Duraphat. In addition, a varnish that 
featured the same formulation as Fluor Protector S but did not contain 
fluoride (placebo varnish) was also used. Each sample acted as its 
own control. First, the samples were etched with phosphoric acid and 
then the dentin permeability was measured, representing 
hypersensitive teeth with open dentin tubules. Subsequently, the 
varnishes were applied and the decrease in dentin permeability was 
measured against the baseline value (open tubules). 

Results:  All three products – placebo varnish, Duraphat and Fluor Protector S - 
provided a clear decrease in dentin permeability. With 35.8%, Fluor 
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Protector S resulted in the highest reduction. No significant differences 
were discovered between the three varnishes in a statistical analysis 
using Duncan’s test. The fact that the placebo varnish also had an 
effect indicates that the mechanical blockade created by the varnish 
layer is mainly responsible for the reduction in dentin permeability.  

 

 

Fig. 12: Decrease in dentin permeability after treatment with fluoride varnishes. Fluid flow 
through human dentin samples was measured after etching (= open tubules) and treatment with 
various fluoride varnishes (placebo varnish = Fluor Protector S without fluoride, Duraphat, Fluor 
Protector S). The chart shows the decrease in percentage after treatment with varnish against open 
tubules. 

 

Conclusion:  Application of Fluor Protector S results in the blocking of dentin tubules 
and, consequently, helps alleviate hypersensitivity.  
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3.3 Protection from erosion 

 

Fig. 13: Erosion of the teeth in a 
teenager after frequent intake of 
acidic soft drinks. Frequent 
ingestion of highly acidic food or 
beverages (citrus fruits, soft drinks) 
as well as specific pathological 
conditions involving frequent 
vomiting may lead to the erosion of 
teeth. The exposure of the dentin 
(yellow) may cause hypersensitivity 
and discoloration of the teeth. 

 

Courtesy of Dr C. Stecksén-Blicks 

There is some evidence that the presence of erosion is increasing in developed societies. 
Enamel erosion (see Fig. 13) affects all ages, with a somewhat more pronounced rate of 
erosion in younger age groups [4]. A case control study by Jarvinen et al. including 106 
cases with erosion and 100 controls found the most important risk factors to be ingestion of 
citrus fruits (more than twice daily), vomiting daily, consumption of soft drinks, apple vinegar 
ingestion, use of sport drinks, gastric symptoms and xerostomia [5]. 

Aim:  To evaluate the effect of Fluor Protector S on bovine enamel erosion 
by lactic acid 

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method: Bovine teeth were embedded, ground and polished. After the samples 
had been treated with varnish and water (control) respectively, they 
were immersed in artificial saliva at 37°C for 4 hours. Subsequently, 
the varnish was removed with ethanol. To simulate erosion processes, 
the teeth were stored in lactic acid for 30 minutes, rinsed and dried. 
Subsequently, the lactic acid erosion solution was analysed. Since the 
hydroxyapatite of enamel is composed of calcium and phosphate, the 
amount of acid-dissolved enamel can be quantified by determining the 
calcium and phosphate content of the erosion solution. For this 
purpose, chemical substances that form colored complexes with the 
ions are added to the solution and the resulting color is measured 
photometrically. Arsenazo III reacts with calcium to form a bluish-purple 
complex whose absorbance can be measured at a wavelength of 650 
nm. Phosphate is also measured at 650 nm in a malachite green 
phosphate assay. Three readings were performed for each of the three 
samples. 

Results: Figure 14 shows the amount of calcium and phosphate dissolved from 
the enamel by erosive acid attacks in the different test groups. It can 
clearly be seen that the erosion solution of the specimen treated with 
Fluor Protector S contains less calcium and phosphate than the 
solution of the teeth treated with fluoride-free placebo-varnish or water. 
In other words, after the application of Fluor Protector S less enamel 
was dissolved by erosion than in the non-fluoridated comparison 
groups. 
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Fig. 14: Calcium and phosphate concentration in erosion solution: After an acid attack, the 
erosion solution of the teeth treated with fluoride varnish contains a clearly lower calcium and 
phosphate concentration than the erosion solution of the teeth treated with water or placebo varnish. 

Conclusion: Fluor Protector S reduces the amount of tooth enamel dissolved by 
erosive processes.  

3.4 Resistance to discoloration on contact with food 

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method: Embedded bovine teeth with exposed polished enamel were used for 
this test. A coating of Fluor Protector S was applied to the right half of 
the enamel. After drying in the air for one minute, the enamel was 
immersed in artificial saliva at 37°C for 15 minutes and then in water, 
black tea or red wine. Visual assessment was carried out after one and 
five minutes. 

Results: After 5 minutes of immersion, the varnish layer did not show any 
discoloration (see Fig. 15). The varnish remained completely intact on 
all test samples. The untreated enamel of the “red wine” specimen 
contained imperfections, which became slightly discolored (see Figure 
15). (Note: The partial white discoloration of the varnish layer only 
developed after the sample was removed from the medium and dried.) 
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Fig. 15: Discoloration test with Fluor Protector S: After 5 minutes of immersion in water – black tea 
– coffee – red wine (clockwise from top left), the varnish layer did not show any discoloration. The 
untreated enamel of the “red wine” sample contained imperfections, which had become slightly 
stained. 

Conclusion:  Fluor Protector S provides not only an esthetic result immediately after 
application but it is also resistant to discoloration through the 
consumption of food.  

3.5 Compatibility with tooth whitening materials 

Treatments to whiten teeth with hydrogen peroxide quite often lead to hypersensitive teeth. A 
fluoride varnish can be very useful in such a situation because it obstructs the dentin tubules 
and, consequently, blocks the pain-inducing stimuli. In addition, the fluoride contained in the 
varnish strengthens the enamel.  

The Research department at Ivoclar Vivadent tested the compatibility of Fluor Protector S in 
conjunction with the VivaStyle tooth whitening materials. The varnish did not discolor under 
the influence of oxygen radicals. Consequently, the application of Fluor Protector S after 
whitening treatments can be recommended. 

3.6 Compatibility with restorative materials 

If a fluoride varnish is applied, it is desirable that the esthetic qualities of the existing direct 
composite or indirect ceramic restorations are not altered or impaired.  

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method:  The composite Tetric Evo Ceram (TEC) and the ceramic IPS e.max 
CAD were selected as restorative materials for this test. 
Fluor Protector S was applied to the test sample, allowed to dry and 
then stored in water at 37°C for 24 hours. After the varnish had been 

Water 

Red wine Coffee 

Black tea 
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removed, the appearance (shade, gloss) was evaluated against an 
untreated sample.  

Results:  Changes in shade or lustre were not visible to the naked eye in any of 
the two restorative materials (see Fig. 16). 

  Untreated Treated 

IPS e.max CAD,  

Shade A2 

   

Tetric Evo Ceram  

Shade A3 

   

Fig. 16: Compatibility with restorative materials: The images of the specimens after treatment with 
Fluor Protector S do not show any visible differences compared with the untreated specimens. The 
scratches on the “treated” Tetric Evo Ceram sample were already present before the treatment.  

Conclusion:  Fluor Protector S maintains the esthetic appearance of tooth-colored 
restorations.  

3.7 Adhesion to enamel 

Given its innovative formulation and low-viscosity consistency, Fluor Protector S is not only 
easy to apply but it also adheres well to tooth surfaces, providing ample time for the fluoride 
to reach the enamel before the varnish rubs off from eating, drinking and tooth cleaning. This 
is illustrated in a test for which the colorless clear varnish was dyed a bright blue color using 
cosmetic color pigments and then applied to individual teeth in a volunteer. 
  



 

Scientific Documentation Fluor Protector S Page 18 of 22 

Investigator: Ivoclar Vivadent R&D, Schaan, Liechtenstein (2013) 

Method: Fluor Protector S was dyed with Pigment Blue 15:1 and applied to the 
incisors (11, 21) and posterior teeth (24, 25, 26) in a volunteer using a 
Vivabrush. Subsequently, the teeth were photographed. The remaining 
teeth were treated with undyed varnish. After the varnish had dried for 
one to two minutes, the volunteer was allowed to close the mouth. 
Additional pictures were taken after 5, 60, 150, 210 and 330 minutes. 
Lunch was eaten in the time between 150 and 210 minutes. 

Results: Immediately after application, the varnish had a shiny, wet appearance. 
After drying and contact with saliva, it looked rather matt. The entire 
facial tooth surface was covered with a thin, even varnish layer. When 
examined at 60 and 150 minutes, the varnish was still completely 
present over the entire surface. After lunch, the varnish was only 
slightly worn away along the incisal margins. However, the varnish 
layer remained complete at the proximal areas, which are particularly 
susceptible to caries. At 330 minutes, or at 5½ hours, more varnish had 
been lost – however, still more than 50% of the varnish surface area 
remained intact. The same applies to the posterior teeth, a glimpse of 
which can be seen at the sides of the images.  

 

Immediately after application After 5 minutes 

  
 

After 60 minutes 

 

After 150 minutes 
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After 210 minutes (including mealtime) 

 

After 330 minutes 

 

Fig. 17: Adhesion of Fluor Protector S to enamel: Blue-dyed varnish was applied to individual 
teeth and photographed at various intervals. Between “150 minutes” and “210 minutes”, the volunteer 
ate lunch. Fluor Protector S remained on large sections of the tooth surfaces even after more than 5 
hours. 

 

Conclusion: Fluor Protector S adheres very well to the enamel and, consequently, 
provides a continued supply of fluoride over a long period of time.  

  



 

Scientific Documentation Fluor Protector S Page 20 of 22 

4. Biocompatibility 

4.1 Cytotoxicity 

The cytotoxicity of extracts of Fluor Protector S was examined in a direct cell contact test 
according to ISO 10993 using the mouse cell line L929. No cytotoxic potential was observed 
in any of the concentrations tested [6, 7]. 

4.2 Acute toxicity 

All the main components of Fluor Protector S are of low acute toxicity (LD50 oral > 2000 
mg/kg bodyweight). The toxic dose of fluoride is 32 to 64 mg/kg for adults and 5 mg/kg for 
children. The fluoride content of Fluor Protector S is 0.77% (7’700 ppm) in the liquid varnish 
and 30’000 ppm in the dried varnish. This means that it would require 6.5 g of Fluor Protector 
S to cause a toxic reaction in a child of a bodyweight of 10 kg. Only 0.25 g of varnish is 
required for a regular application. There is therefore no danger of poisoning if the varnish is 
applied at the recommended dose. 

4.3 Sensitization and irritation 

Only two components of Fluor Protector S may have a slight sensitizing potential: peppermint 
oil and ethyl alcohol. However, these substances are used in many dental products and are 
tolerated well by most patients. 

Fluor Protector S may cause slight reversible irritation to the mucous membrane. A note to 
this effect has been included in the Instructions for Use. 

4.4 Genotoxicity 

An AMES reverse mutation assay was performed on bacterial cells using extracts of Fluor 
Protector S. No evidence for mutagenicity was detected [8, 9]. 

4.5 Conclusion 

When administered as recommended, Fluor Protector S is toxicologically safe for patients 
and users. 
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This documentation contains a survey of internal and external scientific date (“Information”). The 
documentation and Information have been prepared exclusively for use in-house by Ivoclar Vivadent 
and for external Ivoclar Vivadent partners. They are not intended to be used for any other purpose. 
While we believe the Information is current, we have not reviewed all of the Information, and we 
cannot and do not guarantee accuracy, truthfulness, or reliability. We will not be liable for use of or 
reliance on any of the Information, even if we have been advised to the contrary. In particular, use of 
the Information is at your sole risk. It is provided “as-is”, “as available” and without any warranty 
express or implied, including (without limitation) of merchantability or fitness for a particular purpose. 
 
The Information has been provided without cost to you and in no event will we or anyone associated 
with us be liable to you or any other person for any incidental, direct, indirect, consequential, special, 
or punitive damages (including, but not limited to, damages for lost data, loss of use, or any cost to 
procure substitute information) arising out of your or another’s use or inability to use the Information 
even if we or our agents know of the possibility of such damages. 
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